
Hills Quarry Products Ltd - Materials Register

Product Specification

Shorncote Woodsford Upwood Chinham Calne Cerney Wick Mortimer
115 125 133 127 126 162 163

0/2mm Washed Concrete Sand BS EN 12620 125/2013/07/001 133/2013/07/003 126/2013/07/001 162/2017/03/001

0/4mm Washed Concrete Sand BS EN 12620 115/2017/03/001 125/2013/07/002 162/2017/03/002 163/2019/03/001

4/10mm Graded Concrete Aggregate BS EN 12620 115/2017/03/002 125/2013/07/003 162/2017/03/003 163/2019/03/002

10/20mm Graded Concrete Aggregate BS EN 12620 115/2013/10/003 125/2013/07/004 162/2017/11/001 163/2019/03/003

20/40mm Graded Concrete Aggregate BS EN 12620 125/2013/07/005

4/20mm Graded Concrete Aggregate BS EN 12620 125/2013/07/006

0/2mm Masonry Mortar Sand BS EN 13139

0/2mm Plastering Sand BS EN 13139 On Request 125/2013/07/009 On Request On Request

0/2mm Asphalt Sand BS EN 13043 On Request On Request 133/2013/07/001 On Request On Request

Dry Screened Building Sand 133/2013/10/001 127/2019/03/001

Mixed Building Sand

Type A Drainage Material
SHW Series 500 BS EN 

13285
On Request On Request On Request On Request

Type B Drainage Material
SHW Series 500 BS EN 

13242
On Request On Request On Request On Request

SHW 6F5
SHW Series 600 
2004:Table 6/5

On Request

SHW 6F4 SHW Series 600 On Request On Request On Request On Request

SHW 6F2 (Recycled)
SHW Series 600 
1998:Table 6/2

SHW 6F1
SHW Series 600 
1998:Table 6/2

SHW Class 1A SHW Series 600 On Request On Request On Request On Request On Request On Request On Request

SHW Type 1
SHW Series 800 BS EN 

13285
On Request

Aggregates Factory Production Control Document (FPC) Click Here

Shorncote Woodsford Upwood Newbury Lower Compton
815 825 833 830 820

1:3 Sand Cement Screed     (CT-C35-F4) BS EN 13813 815/2013/09/123 825/2013/09/123 820/2013/09/123

1:4 Sand Cement Screed     (CT-C25-F3) BS EN 13813 815/2013/09/124 825/2013/09/124 820/2013/09/124

1:5 Sand Cement Screed     (CT-C18-F2) BS EN 13813 815/2013/09/125 825/2013/09/125 820/2013/09/125

Screed Factory Production Control Document (FPC) Click Here Last Update: Mar-20

Source Quarry

Source Concrete Plant

https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-0-2mm-Fine-Washed-Woodsford.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Upwood-0-2mm-CE-Certificate-BS-EN-12620.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-0-2mm-Fine-Washed-Sand-Calne.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Cerney-Wick-0-2mm-CE-Certificate.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Shorncote-0-4mm-CE-Certificate-2017.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-0-4mm-Washed-Sand-Woodsford.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Cerney-Wick-0-4mm-CE-Certificate.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Mortimer-0-4mm-CE-Certificate.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Shorncote-4-10mm-CE-Certificate-2017.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-4-10mm-Aggregate-Woodsford.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Cerney-Wick-4-10mm-CE-Certificate.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Mortimer-4-10mm-CE-Certificate.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-10-20mm-Aggregate-Shorncote.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-10-20mm-Aggregate-Woodsford.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2020/03/CE-10-20mm-Single-Size-2017.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Mortimer-10-20mm-CE-Certificate.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-20-40mm-Aggregate-Woodsford.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-4-20mm-Crushed-Aggregate-Woodsford.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-0-2mm-FP-Plastering-Sand-Woodsford.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Upwood-0-2mm-Asphalt-Sand-CE-Certificate.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2020/03/CE-0-2mm-Dry-Screened-Building-Sand-Upwood.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Chinham-0-2mm-Dry-Screened-Building-Sand-CE-Certificate.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Factory-Production-Control-Document-RevD-Jun-18.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-1-3-Screed-Shorncote-Concrete.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-1-3-Screed-Woodsford-Concrete.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-1-3-Screed-Compton-Concrete.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-1-4-Screed-Shorncote-Concrete.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-1-4-Screed-Woodsford-Concrete.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-1-4-Screed-Compton-Concrete.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-1-5-Screed-Shorncote-Concrete.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-1-5-Screed-Woodsford-Concrete.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/CE-1-5-Screed-Compton-Concrete.pdf
https://www.hills-quarry.co.uk/wp-content/uploads/2019/03/Screed-Factory-Production-Control-Doc-Sep13.pdf
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